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Miisterinin adi/adresi : Betsan Cam Seramik San. ve Tic. A.S.
Customer name and adress Halkali Cad. No:162-5
Sefakoy / ISTANBUL
istek Numarasi : STL 12/1420
Order no.
Numunenin adi ve tarifi : Cam Mozaik 2.5x2.5 cm.
Name and identity of test item (Glass Mosaic 2.5x2.5 cm.)
Numunenin kabul tarihi : 19.11.2012
The date of receipt of test item
Aciklamalar : Numune alma islemi firma yetkilileri tarafindan yapilmustir.
Remarks (Sampling operation is performed by the company. )
Testin yapildig: tarih 22011 2012
Date of test
Raporun Sayfa Sayisi 5
Number of pages of the report
Tiirk Akreditasyon Kurumu (TURKAK) deney raporlarimin tanmmasi konusunda Avrupa

Akreditasyon Birligi (EA) ve Uluslararas1 Laboratuvar Akreditasyon Birligi (ILAC) ile karsiikh
taninma antlasmasi imzalamastir.

The Turkish Accreditation Acency (TURKAK) is signatory to the multilateral agreements of the European co-
operation for the Accreditation (EA) and of the International Laboratory Accreditation (ILAC) For the Mutual
recognation of test reports.

Deney ve/veya olciim sonuglari, genisletilmis dl¢iim belirsizlikleri (olmasi halinde) ve test metodlar:
bu sertifikamin tamamlayici kismi olan takip eden sayfalarda verilmistir.

The testing and/or measurement results, the uncertainities (if applicable) with confidence probability and test
methods are given on the following pages which are part of this report.

Test sonuglari sadece testleri yapilan numunelere aittir. Testi yapilan numuneler
saklanmamaktadir.

Test results only belong to samples analysed. Analysed samples are not be kept.
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ILGILI STANDART (Related Standard) : TS EN ISO 10545-11
TEST ADI: SERAMIK KAROLAR - SIRIN CATLAMA DAYANIMI TAYINi
TEST NAME: CERAMIC TILES - DETERMINATION OF CRAZING RESISTANCE FOR GLAZED TILES

NUMUNE NUMUNEDE CATLAMA (VAR/YOK)
SAMPLE VISIBLE DEFECTS
1 YOK
Not damaged.
2 YOK
Not damaged.
3 YOK
Not damaged.
4 YOK
Not damaged.
s YOK
Not damaged.

CATLAYAN TEST NUMUNESI SAYISI
The number of test specimens showing crazing

CATLAGIN TARIFI < -
A description of the crazing
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